UDOT Minimum Sampling and Testing Requirements

Revised April '07

Specification - Material: 02765 Pavement Marking Paint

Assurance:

Reference:

Lot Size:

Frequency per Lot:
Point of Acceptance:
Sampling Reference:

Report/Form:

Pavement Marking Paint

Special Provision 02765s

Project

One sample of each color of pavement marking paint
Project Location

MOI 8-932

Central Test Report

Assurance:

Reference:

Lot Size:

Frequency per Lot:
Point of Acceptance:
Sampling Reference:

Report/Form:

Visual Acceptance of very small quantities of material

Acceptance is limited to only material being furnished from sources found satisfactory
under normal sampling and testing procedures.

Project
Not to exceed 100 gallons per project.

Project Location

Visual Inspection Report

Tuesday, April 28, 2009
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